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From
Dr, M,Anbuchezhiyan
Department of Physics,
 Valliammai Engineering College,
 SRM Nagar, Kattankulathur - 603 203, India

To
The Editor
Photonics Letters of Poland


Respected Editor

Based on the Reviewer' report, the following concerns are given about the manuscript in its present form. Corrections are made in the manuscript and it is given under.


AUTHORS: M. Anbuchezhiyan, A.Arputhalatha, S. Ponnusamy, K. Syed Suresh Babu


MANUSCRIPT TITLE: Effect of phosphorous on the growth, optical, mechanical and thermal properties of L-alanine crystals.

Reviewers comments in the Question number and Authors answer is correction

1) Caption of Fig. 1: The scale should be added or the annotation should be added that the grating visible at the picture is in cm for example.

Correction: The scale is marked as 1 cm in Fig 1.


2) The series of Mo of the diffractometer should be given as K, not K.

Correction: K is changed as Kin  Page No. 1.

3) Fig. 2: the symbols of molecules are illegible.

Correction: Symbols of molecules are made legible in Fig 2.

4) Fig. 2: The energy should be given up to 3 keV; for higher energy nothing interesting is observed.

Correction: Higher energy levels are excluded from Fig 2.

5) Fig. 3: The description of axes is illegible; the fonts should be greater.

Correction: The description of the axes is made legible with greater fonts in Fig 3.

6) Fig. 4: The same comments apply as for the Fig. 3.

Correction:The description of axes is made legible with greater fonts in Fig 4.


7) The abbreviation TGA, TDA should be explained where they are used for the first time.

Correction: The abbreviation for TGA (Thermo Gravimetric Analysis) and TDA (Differential Thermal Analysis) are explained in Page No. 2

8) The abbreviation VEEGO should be explained where they are used for the first time.

[bookmark: _GoBack]Correction: VEEGO is an Indian company was established in the year 1976 to design and manufacture laboratory instruments for research and development (Page No. 3).

9) Fig. 5: The same comments apply as for the Fig. 3.

Correction:The description of axes is made legible with greater fonts in Fig 5.


10) Please, explain what the Hv means.

Correction: Hv means Hardness Number is explained in Page No. 3.

11) The abbreviation SHG is explained on the page 1; it is no necessity to repeat it on Page No. 3.

Correction: The abbreviation explained for SHG in page no 3 is removed. 

In addition to the above the following correction in the Manuscript
1. The second name of the author initial is A not M
2. second author affiliation is Prince Shri Venkaterswara  Padmavathy Engineering College, Kanchipuram Dt-600127, India
3. In page Number 2 column 2 line 3      in the KBr pellet technique is removed in the text.  Only technique name is mentioned.


So I request you to kindly consider the above explanation.  
All authors agreed the resubmission of manuscript in your esteemed Journal Photonics Letters of Poland. Kindly do the needful.

Thank you very much

Yours faithfully
Authors











